CRYSTIC ENVIROTEC LS97PA

Crystic Envirotec LS97PA

Scott Bader

Crystic Envirotec LS97PA

Crystic Envirotec LS97PA

Crystic Envirotec LS97PA 27%-29%
Crystic Envirotec LS97PA BS EN ISO 12215-1:2000
18-25 Crystic Envirotec LS97PA

Scott Bader  Catalyst M (Butanox M50) 1-2% viw
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0.5-0.6mm
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2% Catalyst M (Butanox M50) 5.25 7
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GYZJ 934-1 EN59 36
HDT BS EN ISO 75-2(1996) 63
24 23 BS EN ISO 62 part 6.2 17mg

BS EN ISO 527 - 2 74MPa

BS EN ISO 527 - 2 4.7%

BS EN ISO 178 110MPa

BS EN ISO 178 2800MPa




Crystic Envirotec LS97PA

Crystic Envirotec LS97PA

MSDS

25kg

225kg
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